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Acceptable Stress-Grade Lumber for Job-Made Ladders 

 

 

Species Group  Minimum Grade 2 

Coastal Sitka Spruce  Select structural 3f 

Douglas Fir–Larch  No. 2 or 3a, 3d, 3f 

Douglas Fir–South  No. 2 or 3d 

Eastern Hemlock–Tamarack  No. 1or 3a, 3b, 3f 

Eastern Spruce  Select structural 3a, 3d 

Hem–Fir  No. 1or 3c, 3d, 3f 

Lodgepole Pine  Select structural 3a, 3d 

Mountain Hemlock  No. 1or 3c, 3d, 3f 

Northern Pine  No. 1 or 3 3a, 3b 

Ponderosa Pine–Sugar Pine  Select structural 3d, 3f 

Red Pine  Select structural 3f 

Sitka Spruce  Select structural 3c 

Southern Pine  No. 2 or 3e 

Spruce–Pine–Fir  Select structural 3f 

Western Hemlock  No. 1 or 3c, 3d 

1 – Used at 19% maximum moisture content. 
2 – Minimum fiber stress in bending fb = 1,200 lb f/in2 [pound‐force per 

square inch (psi)]. 
 

 


